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The following sample was submitted and identified by the client as: 
 
Sample Description:  Glo Mat 
  

Sample Reference: Blue JTE5650, Green JTE5595A, Pink JTE5592A, White JTE5593 
  

Details of Sample: A blue, green, pink or white plastic mat with black plastic text at the rim and a 
soft white plastic insert in the base. The items were supplied in clear plastic 
bags. 

 

     
 

Date of Receipt: 11/10/2007 
  

Testing Period: Testing conducted between 22/10/2007 and 23/10/2007. 
  

Testing Requested: Total Cadmium determination for compliance with: 
Environmental Protection (Controls on Injurious Substances) (No 2) Regulations 1993 
Council Directive 91/338/EEC 

  

Results: See Page 2 
  

Conclusion: The submitted samples complied with the requirements as detailed above. 
 
 
Signed for and on behalf of 
SGS United Kingdom Ltd. 

 
 
Kamila Kubas, MSc 
Chemical Technologist 
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Results:  
  

Total Cadmium Tests carried out in compliance with in house method ANA 003 based on BSEN 
1122:2001 Method B. 
  

Element Limit Analytical Results (mg/kg) 
  Sample Reference 

  1 2 3 4 5 
Total Cadmium 100 <5 <5 <5 <5 <5 
 
Details of Analytical Samples: 
 
1. White soft plastic  
2. White hard plastic 
3. Green hard plastic 
4. Blue hard plastic 
5. Pink hard plastic 
 

*** End of Report *** 
 


